
File: GOGA2b_0005
DataType: HeightRetraceMod0
ScanSize: 15.00 µm
ScanRate: 0.50 Hz
ScanPoints: 256 
ScanLines: 256 
ImagingMode:  1
Date:  Mon, Aug 02, 2010
Time:  3:17:00 PM
ImageNote:  GOGA2b - HCl/poly-s GaAs w/ GO an
 

File: GOGA2b_0019
DataType: HeightRetraceMod0
ScanSize: 5.00 µm
ScanRate: 1.00 Hz
ScanPoints: 512 
ScanLines: 512 
ImagingMode:  1
Date:  Mon, Aug 02, 2010
Time:  4:35:48 PM
ImageNote:  GOGA2b - HCl/poly-s GaAs w/ GO an
 

File: GOGA2b_0018
DataType: HeightRetraceMod0
ScanSize: 1.00 µm
ScanRate: 1.00 Hz
ScanPoints: 512 
ScanLines: 512 
ImagingMode:  1
Date:  Mon, Aug 02, 2010
Time:  4:26:49 PM
ImageNote:  GOGA2b - HCl/poly-s GaAs w/ GO an
 



File: GOGA2b_0017
DataType: HeightRetraceMod0
ScanSize: 500.00 nm
ScanRate: 1.00 Hz
ScanPoints: 512 
ScanLines: 512 
ImagingMode:  1
Date:  Mon, Aug 02, 2010
Time:  4:18:12 PM
ImageNote:  GOGA2b - HCl/poly-s GaAs w/ GO and then MnSb
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